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ABSTRACT: Localized lamination using composites is one of the effective solutions to repair damaged
metallic pipelines. The connection of composite repair to the metal substructure in this method is one
of the most important design parameters. Therefore, deriving the important parameters at the junction
will help engineers in designing and predicting the interlaminar crack initiation and propagation at
the composite/metal interface. In this paper, to investigate the second mode of failure in this method,
the strain energy release rate is calculated experimentally and numerically in a steel/composite bond.
According to an experimental standard for calculating the second mode strain energy release rate,
ASTM-D7905, experimental tests are accomplished for three symmetric and asymmetric unlike end-
notched flexure specimens and a relationship for the thickness of each material to have symmetric
specimens is proposed. To validate the thickness calculation relationship, the finite element modeling
of unlike samples using virtual crack closure technique is used which indicates the good agreement of
experimental and numerical results. Comparing the experimental results showed that the strain energy
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release rate of symmetric samples is more than asymmetric ones and about 1.6 times as large.

Unlike end-notched flexure specimen

1- Introduction

There are over 1.1 million miles of gas, petroleum, and crude
oil pipelines worldwide. The corrosion of these pipelines is
a significant problem, impacting both the operational safety
and the economics of the pipeline. The repair methods
based on bonded composite materials have recently gained
popularity [1]. The connection of composite repair to the
metal substructure is one of the most important design
parameters. Investigating the delamination toughness and
strain energy release rate of failure in the metal/composite
interface can help designers in this regales. The Virtual
Crack Closure Technique (VCCT) is widely used to compute
the energy release rate, G, in the finite element analysis of
fracture mechanics problems [2].

Moura et al. [3] proposed a new data reduction scheme for
measuring the critical fracture energy of adhesive joints
under pure mode II loading using the End Notched Flexure
(ENF) test. The method was based on the crack equivalent
concept and did not require crack length monitoring during
propagation. Mollon et. al. [4] carried out pure modes I and
II and mixed-mode ratio tests, respectively by means of the
following methods: Double Cantilever Beam (DCB), End
Notch Flexure (ENF), and Asymmetric Double Cantilever
Beam (ADCB). In Mollon et al. [4] the Finite Element
Method (FEM) was used to analyze the stress state ahead
of the crack to better explain the fracture micromechanisms

*Corresponding author’s email: a.andakhshideh@gqiet.ac.ir

acting under different loading modes and their influence on
delamination fracture toughness.

in this paper, the interlaminar strain energy release rate
is calculated experimentally and numerically in a steel/
composite bond. ASTM-D7905 [5], is an experimental
standard for calculating the strain energy release rate in the
second mode of failure for symmetric end-notched flexure
specimens. In this paper, due to the unlike of the upper
and lower beams, first, the relationships for the thickness
calculation of composite and steel beams to have symmetric
samples is obtained and experimental tests are carried out.
Next, the finite element modeling of unlike samples using
virtual crack closure method is applied to validate thickness
calculation relationship which indicates its accuracy.

2- Experimental Procedure

2- 1- The thickness of steel and composite beams in unlike
end-notched flexure specimen

To find relationships for thickness ratio of steel and
composite, the curvature radius of beams is assumed to be
equal. We have,

hcomp —3 Est (1 — Uy )EZ
h E\E, _0122E22

st
Where, £, is composite thickness, hy , steel thickness,
E,, , elasticity module of steel, £,E,, elasticity module of
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composite in 1,2 directions and V21>V12 are possession ratios
of the composite.

2- 2-2.2. Sample fabrication

Samples are unidirectional glass fiber epoxy composite/
steel. In composite section, 6 and 8 layers are used in
symmetric Unlike End-Notched Flexure (UENF) specimens
and Asymmetric Unlike End-Notched Flexure (AUENF)
specimens,  respectively. Steel (E = 208 GPa,v =0.3)
thickness is 2 mm and composite thickness is calculated using
Eq. (1) for UENF samples and is equal to 3 mm in AUENF
samples (Fig. 1). Three symmetric and asymmetric samples
in similar laboratory conditions and the same material are
made to increase test result precision. Mechanical properties
of composite beams are listed in Table 1.

Composite w

>  Steel

Fig. 1. AUENF schematic

Table 1. Mechanical properties of composite (Unidirectional
glass fiber /epoxy resin) [6]

E, E, E; Vpp =y G, =G;3=
(GPa) (GPa) (GPa) =uj; Gy3 (GPa)
30 3 2 0.3 4

2- 3- Test procedure

Three-point bending test of end notch flexure samples are
conducted according to ASTM-D7905. Quasi-static mode
I tests were performed under the displacement control
condition. The crosshead speed was set at 1.6 mm/min to
ensure steady crack propagation and easy data recording. All
tests are performed at 250C and initial crack length, a, is 50
mm. A ZWICK/Z250 testing machine was used to conduct
the ENF tests. A high precise load cell with a capacity of
50kg was utilized to record the load. The force—displacement
(P-0) curve, was recorded by the tensile machine. Both
delamination length and local crack opening displacement
in simultaneous with P and ¢ during the test was recorded
using a Canon EOS 100D camera.

2- 4- Data reduction for the experimental tests

2- 4- 1- Compliance Calibration Method (CCM)
As suggested in standard ASTM-D7905, the CCM can be
used to determine Gy; experimentally as:
2
_rPac o
2b da
In Eq. 2), C=6/P,Pand § are the load and load line

deflection respectively. In addition, b is beam width and a is
crack length. Assuming C = A+ma’ leads to:
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In Eq. (3), m is the slope of C-a3 curve. This relation can be
used to determine G;; in UENF [5] and AUENF [4].

2-4-2-2.4.2. Direct Beam Theory (DBT)
In this method, GII in UENF is calculated as [7-8],
P? dC 9P%a’

" da (O ; @
a 8 (QlthDmposite +ESteethteel)

1

2- 4- 3- Virtual crack closure technique

In 2D VCCT, the mode I, I components of the strain energy

release rate, G; and Gjare calculated for four noded

elements as [2]:
1

=—F (v )
2bAa y( comp

G, ) (5)

G]I = ﬁFx (ucomp - ust) (6)

where Aa is the length of the elements at the crack front
and F,, F) are the forces at the crack tip. The relative
displacements behind the crack tip are calculated from the
nodal displacements at the upper crack face Ycomp, Ucomp
and the nodal displacements u, , Uy, at the lower crack face,
respectively [2].

3- Results and Discussion

In order to calculate the experimental strain energy release
rate, the force-displacement curves of the symmetric and
asymmetric unlike end notched flexure specimens are
illustrated in Figs. 2 and 3, respectively. Next, using the
data reduction schemes presented in the previous section,
R-curve of UENF and AUENF samples are plotted in Figs. 4,
5, respectively. Crack growth path of unlike composite/steel
ENF sample is shown in Fig. 6. It is seen in Fig. 6 that the
crack propagation is occurred in the interface of composite/
steel and is not penetrated in composite or steel beams. The
values of experimental and numerical (VCCT) strain energy
release rate of unlike composite/steel ENF samples are
listed in Table 3. Good agreement between experimental and
numerical results are achieved which shows the validity of
Eq. (1) for thickness ratio calculation of unlike materials in
ENF tests to have symmetric samples.

4- Conclusion

In this paper, the experimental strain energy release rate of
unlike symmetric and asymmetric composite/steel ENF
samples was studied. To obtain symmetric unlike ENF
samples, new relation (Eq. (1)) was suggested for steel and
composite beams thicknesses in pure mode II experimental
tests. Comparing the final experimental and numerical
(VCCT) results shows that using Eq. (1) leads to the pure
second mode of failure in unlike samples with 98% accuracy
and can be used for further similar studies.
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Fig. 2 Experimental force-displacement curves of the UENF
specimens
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Fig. 3 Experimental force -displacement curves of the AUENF
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Fig. 4 Experimental R-Curve of the UENF specimen
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Fig. 5 Experimental R-Curve of the AUENF specimen

Fig. 6. Crack growth path in UENF sample

Table 3. The values of the strain energy release rate of UENF

samples
chp(DBT) Gexp( CCM) Gvcct GIvcct GIIvcct
UENF 770.88 767.27 781.37 11.11 770.26
AUENF -- 482.4 480.62 144.21 336.41
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Table 1. Mechanical properties of composite (Unidirectional glass fiber /epoxy resin) [26]
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Fig. 12. Experimental force -displacement curves of the
AUENF specimens
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Fig. 16. Experimental R-Curve of the AUENF specimen
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Fig. 17. Failure surfaces of composite and steel beams in
UENF sample
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Fig. 18. Failure surfaces of composite and steel beams in AUENF sample

OBl H1ocS )i Lyl o diges 50 oY gd WY 1 9 (£ jewolS Y uie LSl zalaw VA JSCi



Y5 B Y-AY Slxio TR o A o)lad DY 0,93 S yual SlSo owvdigen & il

Fig. 19. Crack growth path in UENF sample
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Table 3. The values of the strain energy release rate of UENF samples
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